
Client: Carolina Stalite Company
Project Name: Relative Density
Project Location: ---
GTX #: 310807
Test Date: 12/17/19
Tested By: cwd
Checked By: emm
Boring ID: ---
Sample ID: 3/4In Geotechnical material
Depth: ---
Description: Moist, gray lightweight aggregate

47.3 pcf
Dry Method 53.7 pcf
Wet Method 51.3 pcf

Notes: Dry and Wet Method performed.

Relative Density Test by ASTM D4253 / D4254

Minimum Density
Maximum Density

40

45

50

55

60

0 10 20 30 40 50 60 70 80 90 100

D
ry

 D
en

si
ty

 (
p

cf
)

Relative Density (%)

Relative Density


	310807TransmittalPage1.doc
	310807TransmittalPage2.doc
	310807Cover.doc
	RelativeDensity 121719
	GTXWarrantyLiabilitySymbols



